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DESCRIPTION SAMPLE SAMPLE GOLD ASSAYS

FOOTAGE No. LENGTH oz./ToN oz.JToN

Deepening of U - B 615

Fg gray compact ser sch with a few local carb lenses, local short
sections of chl-ser sch.

- 370.0 - 100,0 F to mg gray-grn ser sch

4L00,0 - 409,0 Fg light-gray ser sch,

403.0 - 413.0 40% qutz lenses in ser sch min with py aspy and minor gray min and sph 6818 4,0 .06
413,0 - 421,0 307 qutz-carb lenses and as above, 4 ft. of core lost. 6819  L,0/8,0 .11 .880
421,0 - L24,0 As above but with increased min 6820 3,0 .16 480
42,0 - 427.0 50% qutz-carb in ser sch well min with py and minor aspy . 6821 3.0 oAk o420 .
427.0 - 430.0 30% qutz-carb and as above 6822 3.0 07

LI—BO.O - MZQO
L42,0 - 503.0

Tg dark gray compact chl-ser sch

Dk buff mottled chty tx compact ser-sch
Toso l&98.0 - 1}9900 6839 100

From To C.L, Grade
513.0 427,0 14.0 JA2
Dip Tests
At Angle Read Corrected Angle
150! g0 77
300! 77 T4
450° 15 73
SHEET No. Hore No._ U~B&l5
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