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GIANT YELLOWKNIFE GOLD MINES LIMITED

) LOGGED BY

HOLE No._U=B 362 CORE RECORD SHAFT__1l0. 2
PEARING LAT.. 1200 ¢ ,76 DATE COMPLETED | LEvEL—250
pIP AT corLar_# 907 pEP. T422.45 Purpose___To test A3D Zone above WORKING.B210=5 D
LENGTH 2251 ELEV. 5758.15 second level sEcTioN___ 270N
' SAMPLE SAMPLE GOLDS ASSAYS
FOOTAGE DESCRIPTION NUMBER LENGTH oz./ron oz/ron
0.0 - 2.0 Casing
2.0 = 7.0 2075 qtz-carb lenses in ser sch spar min in part 5054 5.0 .03
7.0 = 12,0 AS sbove 5055 5.0 .25‘
12.0 - 17.0 As dbove 5056 5.0 25
17.0 = 22,0 As above 5057 5.0 o13
22,0 - 28.0 tz-carb lenses and strs in ser sch spar min throughout 5058 0.0 12
28,0 = 34,0 L8 above 5059 0,0 .02
3440 = £0.0 As above 5060 6.0 .01
Z,0.0 - 45,0 Ss above 5061 0.0 13
46,0 = 52.0 As atove 5002 6.0 .13
52.0 - 58.0 48 asbove but with iucreasing min. 5003 6.0 05
58,0 = 63,0 303 qtz-carb lenses in ser sch min with py and aspy 5004 5.0 .08
L 03.0 = 09.0 As above 5005 0.0 W17
| 09.0 = 72.0 907, blue gtz min with py aspy and gray min, V.. observed at 70.5 5066 3.0 2.87
HoLE NO. gy




