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Analysis of Baghouse Dust
(Composite Sample September 1897)

From:DIAND WATER RESOURCES

Table 1

4036692716

T-060 P.02/02 Job-=062

Elament Unit Glant Lab Lakefleld Maxxam
Arsenie ... ] % [T _e608 §8.50_ 5610
Antlmqny____ % 1.05 1.16 _ 1.39
Iran . % | 280 150 el
Alummum pPm . _ 5500 2540
 Barium ppm . 15 2
Beryllium ppm | ! _.=0 <0.1 B
 Cadmium pem | <5.0 1.1,
Calcium ppm 3800 3540
| Chromium | _ppm 14 11.3
1Cobalt - _ . ppm. 20 171
_ Copper ppm 350 143
| Lanthanum _ ppm <50 161
fLlead _ ppm 1. 480 _453
Mthium o feem | L . : 28
{ Magnesium _ | _pem i 2800 2270 _
Manganese ppm 80 04.1
 Mereury ppm . 143
Mulybdenum ppm <10 1.9 ]
L_Nickel pPm | . 413 _
Phosphorus  __ pem U 41 _
Potassium | ppm o 1600 178
 Selenium - pPpm <50 <1
Sllicon ppm 429
 Silver pPm ' . 3.1 |
Sodium ppm 380 185 N
Tellurium PP <10 . _
Thallium__ ppm . 0.13
'_Tln ‘ | _ppm <20 i
Tntamum | ppm 12.7
 Uranium _ ppm <50
Vanadlum . ppm ‘ 10.9 L
Yttnum __| pem A <5.0
| Zinc | ppm_ 170 137 i
| Zirconium | ppm 1.27
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