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MILL TESTING ASSAY REPORT

SAMPLESFROM , Tailing Retreatment Project - DATE ASSAYED,, March 30-87 ' ...
Sample Number ooy oS Fe 'S As Sb Cu
TRP #1 Final Preg .074

Wash .0120
#1A Final Preg 0174

Wash . L0051

#2 Fianl Preg 0102
Wash .0026
#2A Final Preg " Gogs
 Mash | .0017
#3 Final Preg .0166
Wash .0013
#3 A Final Preg L0171
wash | L0023
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