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MILL TESTING ASSAY REPORT

- ; : - . July 29-87
SAMPLES FROM ............ Solution Testing (TPIPreg o prp nssaveD.. ) )
Sample Number ol ol | Fe Rk%i As Sb Cu
July 24 CIL Preg 1 .0097 | 55 L. 15.2 ppm
N fn u D 0099 A [ 61 L. 15,0 ppm
noonowon 3 .0096 74 ¢.3 15.4 ppm
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