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YELLOWKNIFE MINES UMITED

MILL TESTING ASSAY REPORT

SAMPLESFROM ..., Tatling Pond Camposites DATE ASSAYED.. AP¥iL 21-88 @,
o osamplotumber | ogmn | omim | Fe | s | A | s cu
TH A 48 hour solution | .0159
24 , .0119
A 0127
5A ] o
9A - 0123
10A .0103
1B 0140
2B | .0130
4B | .0133
58 - L0115
9B | 0120
10B .0099
1A Vash | 0034
28 .0027
A | .0027
" 5A -0026
9A 0024
10 0024
1B L0032
2B o 0029
4B .0027

W.L, Richardson
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YELLOWKNIFE MINES UMITED

MILL TESTING ASSAY REPORT

SAMPLES FROM Talling Pénd Composites April 21-88
,H"Sav‘mpley Number o e Fo S " - —
 TH 5B Wash .0025
9B .0024
10B .0024
TH{ft1A Residue .077
B .078
2A .082
B 083
44 .069
B .068
SA .073 |
B .075
%A 074
B .076
104 .078
B .079

W.L. Richardson




