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&iﬁ; Use of Ferrous. Sulphate. in Waste Treatment

Tests were carrled out on. the treated waste solutlonsvf
'dlscharged from #8 Agltator to see 1f it is necessary to
add the Ferrous Sulphate in the form of a solution. .

#8 Agitator diSéhérge: | e.ffe B ‘10}2 ppm. As.

#8 Agltator Dlscharge + l 1b./ton FeSOy '
' .. as 1% solution E ‘ l;7ﬂppm.‘As.

C 48 Agltator Dlscharge + 1 1b./ton FeSOh O R
as solid v l.h ppm. As.-

| If anything, lt ‘is better to add the Ferrous Sulphate'ﬁ:
in solid form. .

/M.E. Lane
‘Mill Engineer
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