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ABSTRACT: To use a constant amount of FeCl3 With varing amounts 
7,0f (NH4 ) 2‘CO30n :mneuuspd\samples of thickness #6,_#ll 
and #13 to evaate the use of (NH4 ) 2CO3 as an arsenic 
supressant and as a substitute for 4NH4OH 

‘PROCEDUREQ Samples were taken from thickeners #6) #ll,d#l3 and 
' .gofinifiga for testing. The tested sample volume of the 

combined thickeners was-2000 ml with 2.5 grams of 
U‘FeClB added. These samples were agitated éfid*‘then 

varing amounts of (NH 4gzco were added to the samples3 
and agitated again. After this final agitation the 

‘ samples were analyzed for pH, C@,.Fe, and As. 
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CONCLUSIONS: the above reSults tend tQ Show that with the use Of 
:(NEOZCO3 and.EeC1 
attained at a low pH‘S. 

3 a low level of arsenic can be


