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$fifi1 Use of Ferrous Sulphate 1n Waste Treatment 

Tests were carried. out on the treated waste solutionsvi 
“diSCharged from #8 Agitator to see if it is neCessary to 
add the Ferrous Sulphate in the form of a solution.. 

#8 Agitator disoharge: I.1f1 
, 

H, 7' ‘10}? ppm. As. 

#8 Agitator Discharge + 1 lb /ton FeS®h ' 

' 
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' as 1% solution ; l 1;? ppm. As. 
‘1#8 Agitator Dlscharge +- 1 lb. /t0n FeSOh ‘» 1 

1
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as solid V l.h ppm. As.- 
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If anything, it is b etter to add the Ferrous sulphate'iz 
in Solid form. ”' 
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